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ENHANCED DIFFUSION-WELDING OF TD-NiCr SHEET 

by Kenneth H. Holko and Thomas J. Moore 

Lewis Research Center 

SUMMARY 

A method (termed "enhanced diffusion-welding") has been developed to  produce 
solid-state welds in TD-NiCr sheet with weld strengths of 100 percent of the parent metal 
strength. 
60 percent parent metal strength). With the enhanced diffusion-welding method, 1 .6-  
millimeter (0.060-in.) TD-NiCr sheet was joined in a vacuum hot press in a lap con- 
figuration. Weldments were made that equalled the parent metal strength when tested 
in tensile-shear and creep-rupture shear at 1090' C (2000' F). 

Both specially processed (unrecrystallized) and commercial TD -NiCr were welded 
successfully. However, the specially processed TD-NiCr was preferred over com- 
mercial TD-NiCr since the weld line could be eliminated as judged by light microscopy. 
Fracture took place in the parent material, away from the weld, when the welds in the 
specially processed material were tested. With the commercial TD-NiCr, fracture 
took place at the weld line indicating a plane of weakness. 

paper and subsequent electropolishing. 
prevent the formation of a continuous weld line with small, recrystallized grains and to  
allow complete grain growth across  the weld line to  occur. 

Previous work done without this method has resulted in weak welds (less than 

The best preweld surface preparation procedure involved sanding through 600 -grit 
The electropolishing step was necessary to  

A two-step weld cycle was found to  work best in this study. It consisted of 
(1) 207 MN/m2 (30 ksi) and 705' C (1300' F) for  1 hour. 
(2) 14 MN/m2 (2 ksi) and 1190' C (2175' F) for 2 hours. 

The first step provided the micro-alinement and intimate contact required for diffusion 
welding. The second step accelerated diffusion, weld formation, and grain growth 
across  the original weld interface. 

INTROD UCTl ON 

A dispersion-strengthened nickel-base alloy commercially designated TD-NiCr 



(Ni-20-wt. % Cr-2-wt. % Tho2) is currently of interest because of its good high- 
temperature strength and oxidation resistance. TD-NiCr derives its high-temperature 
strength from mechanical working of the Ni  - 20-weight-percent-Cr matrix which con- 
tains a fine dispersion of Tho2 particles. TD-NiCr sheet is being considered for 
applications where metal temperatures may reach about 1200' C (2200' F) in an oxi- 
dizing environment. Examples of potential applications include jet engine components 
and the heat shield panels of Space Shuttle vehicles (ref. 1) as shown in figure 1. 

Joining dispersion-strengthened materials such as TD-NiCr by conventional fusion 
welding processes results in joint efficiencies (joint strength/parent metal strength 
x 100) of only about 40 to 50 percent at elevated temperatures (ref. 2). Fusion welding 

C -70-3926 

Section th rough  corrugation and face sheet 

F igure 1. - Proposed TD-NiCr heat shield panel for space shutt le. (Dimensions 
are in centimeters (in.].) Face plate, 0,038-centimeter (D.015-in.) t h i c k  
TD-NiCr sheet. Rib structure, 0.025 centimeter (0.010-in.) t h i c k  TD-NiCr 
sheet spot-welded to face plate. Surface f in ish,  produced by gri t-blast ing 
w i t h  AI2O3 and oxidizing fo r  1 h o u r  at 1204" C (2200" F). (S t ruc tu re  produced 
under  USAF contract by McDonnell-Douglas Corporation. I 
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TD-NiCr destroys the Tho2 dispersion, and the benefit of mechanical working is lost. 
The resulting strength of the fusion weldment is similar to that of thoria-free Ni - 20- 
weight -per cent -Cr . 

TD-NiCr has been joined by brazing (ref. 3). However, base metal strength may 
be reduced from the effects of diffusion between the braze alloy and TD-NiCr. The 
ThoZ dispersion may be lost and/or porosity may develop in the TD-NiCr. Also, the 
braze alloys are weaker than TD-NiCr at elevated temperatures and joint efficiencies of 
50 percent are typical (ref. 2). 

Solid-state welding is a promising approach to joining TD-NiCr since melting is 
avoided and a foreign material need not be introduced at the joint. However, two prob- 
lem areas have been encountered with solid-state welding TD-NiCr sheet. The first is 
that a thin recrystallized band of small  grains form at a continuous weld line between 
the two pieces of TD-NiCr being joined (ref. 3). At elevated temperatures, the contin- 
uous weld line (which acts  as a grain boundary) and small grains are weak, and the joint 
fails at low stresses. Typically, joint efficiency is 0 to 60 percent. Second, unwelded 
areas occur sporadically at the weld line. The high creep strength of TD-NiCr at ele- 
vated temperatures prevents the intimate contact required at the faying surfaces to  
completely avoid unwelded areas. The problems will be illustrated herein. 

The purpose of this report is to describe the techniques that were developed to 
eliminate these problems. Both specially processed (SP) and commercial TD-NiCr sheet 
1.6-millimeter (0.060-in.) thick were included in this study. The SP sheet had not re- 
ceived the final recrystallization heat treatment that is normally used in the production 
of commercial TD-NiCr. The effects of various surface preparations and vacuum hot 
press  weld cycles on the properties of lap weldments were evaluated. Evaluation of the 
most promising weldments was accomplished by tensile-shear and creep-rupture shear 
tests at 1090' C (2000' F) and by metallographic analysis. A recommended two-step 
weld cycle for the TD-NiCr alloy is described. 

MATERIALS AND PROCEDURE 

TD-NiCr Sheet 

Specially processed material. - Specially processed (SP) TD-NiCr 1.6 -millimeter 
(0.060-in.) thick was purchased from Fansteel, Inc. The nominal composition is Ni - 
20-weight-percent-Cr - 2-weight-percent-Tho2. The special processing consisted of 
leaving out the final recrystallization heat treatment that is normally given to commer- 
cial TD-NiCr after thermomechanical processing. So, the SP TD-NiCr is actually in 
the unrecrystallized condition. TD-NiCr in the SP condition has a grain s ize  that is 
too fine to  see as shown by the metallographic section in figure 2(a). 
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(a) Specially processed TD-NiCr sheet. 

(b)  Commercial TD-NiCr sheet. 

F igu re  2. - Parent  metal microst ructures of specially processed and commercial TO-NiCr. Mater ia l  
was 1.6-mil l imeters (0.060-in.) t h i c k  and sectioned paral lel to r o l l i n g  direct ion. Etchant, 100 
m i l l i l i t e r s  H20, 2 grams C r 0 3  and  10 m i l l i l i t e r s  H2S04 (electrolytic, 3 V dc). X500. 
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SP TD-NiCr was selected for  use  in this study for two reasons. First, since the 
microstructure is unrecrystallized, it was felt that the weld line could be eliminated by 
recrystallization and grain growth after welding. Second, we have found that SP TD-NiCr 
has good ductility (13 percent elongation in 25 mm (1 in.)) at 705' C (1300' F). We 
planned to use this ductility to our advantage by developing the intimate contact required 
for diffusion welding at this temperature. At temperatures higher than about 815' C 
(1500' F), the SP microstructure begins to recrystallize and becomes similar to  the 
commercial TD-NiCr. The ductility of TD-NiCr after recrystallization decreases with 
increasing temperature, and typically is only about 2 percent elongation at 1090' C 
(2000' F). This  low ductility coupled with high temperature creep-resistance makes it 
difficult to  develop intimate contact without cracking at the higher temperatures. 

was purchased from Fansteel, Inc. It was included in this study for a comparison with 
SP TD-NiCr. Commercial TD-NiCr is made from the SP material by recrystallization 
at 1180' C (2150' F) for 2 hours. This heat treatment is termed "stress relieving" 
by the manufacturer. The commercial material is more ductile at room temperature 
than the SP material and is thus more formable. The nominal composition is Ni - 20- 
weight-percent-Cr - 2 -weight-percent-Th02. A metallographic section, parallel to  the 
principal rolling direction, is shown in figure 2(b). Notice the large grain size and 
small  dark Cr203 particles in the microstructure. The magnification in figure 2(b) is 
not high enough to  observe the Tho2 dispersion which is responsible for the good high- 
temperature strength of TD-NiCr. 

- Commercial - -- material. - Commercial TD-NiCr 1.6 millimeters (0.060 in.) thick 

Welding Procedure 

Welding equipment. - A vacuum hot press was used to make diffusion lap welds in 
both commercial and SP TD-NiCr. The weld specimens were radiantly heated by a 
tantalum resistance heater. Molybdenum rams were used to  transmit welding force 
from a 220-kilonewton (25-ton) hydraulic press  t o  the weld specimens. A pressure of 
2X10-5 to r r  was maintained in the vacuum chamber during welding. 

Specimen - preparation. - The as-received TD-NiCr sheet (both types) had 120-grit 
sanded surfaces with the surface scratches parallel to  the principal rolling direction. 
The surfaces were prepared for welding in three different ways as shown in figure 3. 
Some weld specimens (as shown in fig. 4) were prepared by cleaning the as-received 
120-grit sanded surfaces with methanol and Freon (trichloro-trifluorethane) before weld- 
ing. Other specimens were prepared by sanding both sides with 180-grit paper, sanding 
the side to  be welded with 600-grit paper, cleaning with methanol and Freon, and 
storing in Freon to minimize oxidation. Finally, some specimens were sanded through 
600-grit paper as described, then electropolished, cleaned with methanol and Freon, 
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(see fig. 4) methanol 
and Freon 

- Clean w i th  methanol, 
Freon, and store in - 
freon 

Weld specimens 
(see fig. 4) 

HNq, 70% CH30H at 
-25' C, 16 V 
1 A d. c. for  5 m i n  

t 
Weld specimens (see fig. 4) 

Figure 3. - Flow diagram for various weld specimen surface preparations. 

and stored in Freon. The specimen surfaces in contact with the molybdenum rams were 
coated with A1203, as shown in figure 4, to prevent sticking. 

Weld cycles. - After overlapping the specimens approximately 13 millimeters 
(1/2 in. ), a vacuum of 2X10m5 t o r r  was attained in the weld chamber. The specimens 
were heated to  the welding temperature, welding force was applied, and diffusion weld- 
ing was achieved. No measurable deformation was recorded after welding. 

A limited amount of experimentation was done with the weld cycle variables of tem- 
perature, time, and pressure.  From the evaluation of welds made with various cycles, 
the two-part weld cycle shown in table I is recommended and was used for most of the 
work described in this report. This cycle consists of a low-temperature, high-pressure 
portion (705' C (1300' F) and 207 MN/m2 (30 ksi) for 1 hr) followed by a high- 
temperature, low-pressure portion (1190' C (2175' F) and 14MN/m 2 (2 ksi) for 2 hr). 

Time did not permit a thorough investigation of each of the weld cycle variables. 
But various combinations of temperature, time, and pressure were tried and are tab- 
ulated in the appendix. A cycle that is representative of many of the single-step com- 
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Specimen preparation Welded specimen Tensile and creep-rupture shear specimen 

n 1 . 6 m m  (U16 in.) 

Tp \4.4 mm (0.175 in.) 

[O. 8 mm ( U32 in. 1 

Parent metal tensile and creep-rupture shear specimen 

Figure 4. -Weld specimen configuration and location of tensile shear, creep-rupture shear, and metallography specimens from weldment and parent metal. 



TABLE I. - TYPICAL WELD CYCLES 

Recommended cycle: 
Step I 
Step II 

Temp 

O C  

70 5 
1190 

Representative early cycle 1040 I 
(not recommended) I 

~ OF lMN/m2 

2175 14 

1900 I 41 

ire 

ksi 
- 

30 
2 

6 

I 
2 . 0  laO I 2x10-5 

l . O  I 2x10-5 

binations is shown in table I for  comparison with the two-step recommended cycle used 
for most of the study. Variable weld strengths resulted from most of the single-step 
combinations tried. For example, of two creep-rupture shear specimens machined from 
the same weld specimen in early studies, one failed on loading while the other had 
100 percent joint efficiency. 

Weld Evaluation 

The weldments were evaluated both metallographically and by tensile and creep- 
rupture shear tests. The locations of the test samples with respect t o  the weldments 
are shown in figure 4. 

The same specimen configuration was machined from the weldments for tensile- 
shear and creep-rupture shear testing as shown in figure 4. This test specimen con- 
figuration had a test section with a 1.6-millimeter (0.060-in. ) overlap and a 4. 3- 
millimeter (0.170-in.) width. All specimens were heat treated at 1260' C (2300' F) for  
1 hour in vacuum before testing. Specimens were tensile shear tested in air at 1090' C 
(2000' F) at a crosshead speed of 1. 3 millimeters per minute (0.05 in. /min). Creep- 
rupture shear tes ts  were conducted at 1090' C (2000' F) in air with dead weight loading 
(approx 70 N (16 lb)). 

specimens were machined (see fig. 4) and tested. Testing conditions were the same as 
for the weld specimens. There was one difference between the specimen configurations, 
however. As shown in figure 4, there is some bending moment on the shear area in- 
herent in the weld specimen design, since it is a straight overlap. There is less bend- 
ing moment with the parent metal specimen since the shear area lies on the axis of 
loading. This difference in specimen configuration could result in higher indicated 
shear strength for the parent material than the weld joint. 

In order to compare weld strengths to  parent metal strength, parent metal shear 
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Metallographic sections were cut from the edges of selected weldments. They were 
polished and etched electrolytically with a solution of 100 milliliters H20,  2 grams Cr03, 
and 10 milliliters H2S04. Some replica electron-microscopy work also was included. 

RESULTS AND DISCUSSION 

The best diffusion welds in TD-NiCr were produced by carefully selecting the 
metallurgical condition of the start ing material, weld specimen surface preparation, 
and weld cycle variables. The welds obtained by the selected combination of these 
variables were as strong as the parent material and metallurgically undistinguishable 
from the parent material. The proper metallurgical condition was the SP, o r  unre- 
crystallized, form of TD-NiCr as shown in figure 2. The recommended surface prep- 
aration is the sanding and electropolishing procedure shown in figure 3. And the rec- 
ommended weld cycle is the two-step cycle shown in table I. 

Lap Jo in t Properties 

The mechanical property data reported in this section are for both SP and commer- 
cial TD-NiCr. All weld specimens were prepared by 600-grit sanding plus electro- 
polishing (see fig. 3). Only the recommended weld cycle (see table I) was used for these 
test specimens. Just  before testing, all specimens (parent and weldments) were heat 
treated at 1260' C (2300' F) for 1 hour in vacuum ( . w ~ O - ~  torr) .  All specimens were 
tested in air at 1090' C (2000' F). Only shear testing was done, and the specimen 
configurations a r e  shown in figure 4. 

Tensile-shear tests.  - The 1090' C (2000' F) tensile-shear strength data for the 
parent materials used in this study are shown in table II. The material that was spe- 
cially processed plus heat treated at 1260' C (2300' F) for 1 hour exhibited strengths 
equivalent to that of the heat-treated commercial TD-NiCr. The average parent metal 
tensile-shear strength is about 65 meganewtons per square meter (9.5 ksi) at 1090' C 
(2000' F). 

The welds made in S P  TD-NiCr had an average tensile-shear strength of about 
50 meganewtons per square meter (7.5 ksi) (see table III). This represents a joint effi- 
ciency of 79 percent. However, the SP TD-NiCr weldments failed mostly in the parent 
material, away from the original weld interface, as shown in figure 5(a). Close in- 
spection of the planar view of the failed specimen in figure 5(a) shows a tension type of 
fracture away from the weld in addition to  the shear fracture. This is due to  the bending 
moment on the joint that exists when the shear load is applied because of the weld speci- 
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TABLE II. - TD-NiCr PARENT METAL TENSILESHEAR AND CREEP-RUKTURE SHEAR 

STRENGTHS AT 1090' C (2000' F) 
~~ ~~ 

Specimen Type of test 

c-1 Tensile-shear ' 

c-3 
x-1 
x-2  

. . 1 . -  . . .. . 

C-2 Creep-rupture shear 
u -2 
u -5  
U -6 I 

~~ - 

Material condition 

.~ 

Commercial plus heat treateda 
Commercial plus heat treateda 
Specially processed plus heat 

treateda 

_.  . . , .. . . . . ._ . 

Specially processad plus heat 
Commercial plus heat treateda 

treateda 

, 

~ . .. - -_ 

- 
Specimen 

HP-84 
HP-85 
HP-89 
HP-90 

HP-86 
HP-87 

HP-81 
HP-83 
HP-88 
HP-91 
HP-93 
HP-96 
HP-97 

HP-78 
HP-80 

~~ ~ 

Shear s t ress  at failure 
~ 

MN/m2 

45.2 
70.3 
72.4 
72.4 
65.1 av 

19.3 
27.2 
25.2 
21.8 - .~ 

ksi  

6.56 
10.20 
10.50 
10.50 

~~ 

9.5 av 

2.80 
3.95 
3. 70 
3. 16 

~~ 

Time 
hr  

261.0 
2.2 

27.2 
66.6 

~ ~~ 

TABLE III. - TENSILE-SHEAR AND CREEP-RUPTURE SHEAR STRENGTHS OF TD-NiCr 

WELDS AT 1090' C (2000' F) 

Materia1 condition 

. - ~ ~ 

Specially processed plus heat 
t r  eateda 

~~~ _. ~ 

Commercial plus heat t reated 

Specially processed plus heat 
treateda 

~ ~ 

Commercial plus heat treated' 

- 

Shear s t ress  at failur 

MN/m2 

56.0 
44.8 
52.4 
52.4 
51.4 av 
- 

27.7 
51.6 
39.7 av 

20.1 
20.5 
24.1 
27.4 
20.7 
23.4 
27.9 

~~ 

20.7 
23.4 

%eat treated at 1260' C (2300' F)/1 hr/vacuum after welding. 

10 

ksi 

8.14 
6.50 
7.60 
7.60 
7.31 av 
- 

4.02 
7. 50 
5.76 av 
- 

2.92 
2.97 
3.50 
3.97 
3.03 
3.40 
4.05 

3.01 
3.40 

. -~ 

Location of fractur 

-~ 

Parent 
Parent 

Parent and weld 
Parent and weld 

~- - 

Weld 
Weld 

Parent 
Weld 

._ 



0 2 4  

MM 

Part ia l  
tens ion 
fa i lu re  

C -70-3684 

Both halves of f ractured lap weld shear  specimen made in  specially processed TD-NiCr. 

Section A-A. 

(a) Specially processed material ( f rac tu re  in parent material away f rom weld l ine). 

F igu re  5. - Typical weld tensi le-shear specimen f ractures of 1.6-mil l imeter (0.060-in.) TD-NiCr. P lanar  and cross-sectional views. Etchant, 100 
m i l l i l i t e r s  H20, 2 grams C r 0 3  and 10 mi l l i l i te rs  H2SO4(electrolyt ic, 3 V dc). 
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1.0 2 4 6 

M M  

C -70-3686 

Both halves of f ractured lap weld shear  specimen made in  commerc ia l  TD-NiCr. 

Section B-B. 

(b)  Commercial material (smooth f rac tu re  at weld l ine) .  

F igure 5. - Concluded. 
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men configuration. This bending moment is much less when testing the parent metal 
configuration (see fig. 4). Because of the bending moment and location of the fracture, 
it is felt that the joint efficiency is actually 100 percent. So, parent metal strength has 
been attained. 

40 meganewtons per square meter (5.8 ksi) (see table III). This represents a joint 
efficiency of 62 percent. These commercial TD-NiCr weldments failed at the original 
weld interface with a smooth fracture surface as shown in figure 5(b). This is considered 
a bad fracture mode for diffusion welds since it is indicative of a plane of weakness. 

in table II, and shear stress values as a function of time-to-rupture are shown in fig- 
u re  6. The solid line drawn in figure 6 is for the parent material and shows that at 1090' c 

The welds made in commercial TD-NiCr had an average shear strength of about 

Creep-rupture shear tests. - Parent TD-NiCr creep-rupture shear data are shown 
~- 

0 Parent metal, specially processed 
0 Parent metal, commercial 
A Weld specimen, specially processed 
b Weld specimen, commercial 

.- - Test discontinued 
Y 5  ,-Parent material 

A A  
c n-b 
a, E 2 0  
VI 

S v) 

S 

v, 10) I L I l l1111 I 111- 
1000 1 10 100 

Time to failure, hr 

Figure 6. - Shear stress as funct ion of t ime to rup tu re  for parent and d i f fus ion welded 
lap jo ints in 1.6 mi l l imeter  (0.060-in. 1 TD-NiCr sheet at 1090° C (2000" F) in air. 
(Al l  samples annealed at 1260' C (BOOo F) for  1 h o u r  p r i o r  to  test). 

(2000° F) a 100-hour life at 21 meganewtons per square meter (3.1 ksi) is expected. 

table m and plotted along with parent metal data in figure 6. Comparison of parent and 
weld strengths in figure 6 shows that parent metal strength has been obtained for welds 
in both S P  and commercial TD-NiCr. 

For all four welds in the S P  TD-NiCr, fracture always occurred in the parent ma- 
terial away from the weld. So, again, the welds in S P  TD-NiCr have a better fracture 
mode. The bending moment did not significantly lower the recorded weld strength during 
creep-rupture testing because lower loads were used than in short-time tensile shear 
testing. Also, the creep resistance of the TD-NiCr may have lessened the effect of the 
bending moment. For two welds in commercial material, fracture occurred once through 
the parent material and once at the original weld interface. 

Creep-rupture shear data for welds in S P  and commercial TD-NiCr are shown in 
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Weld 
l i n e  
4- 

\Veld 
l i n e  
-+- 

(a)  Specially processed material. 

Weld 
l i n e  

4 

71-2328 

(b) Commercial  material. 

F igure  7. - Effect of mater ia l  d i f ference o n  weld qua l i t y  u s i n g  recommended surface preparat ion 
and weld cycle. Sections were taken paral le l  to r o l l i n g  direction. Etchant, 100 m i l l i l i t e r s  
H20, 2 grams C r 0 3  and 10 mi l l i l i te rs  H2S04 (electrolytic, 3 V dc). X500. 
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Micro st r uct u ra I Eva I uat ion 

Specimens prepared from both specially processed and commercial material were 
examined by light microscopy and by electron replica microscopy. The recommended 
weld cycle was used in all cases. The electropolished surface preparation was evaluated 
for both materials. And the 120-grit and 600-grit sanded surface preparations were 
evaluated for  the S P  material. 

Effect of surface preparation. - The recommended surface preparation consisted of 
sanding through 600-grit paper and then electropolishing as shown in figure 3. With this 
surface preparation and the recommended weld cycle (table I), the best welds were made 
as shown by the metallographic sections in figure 7. Diffusion welding the S P  TD-NiCr 
with the recommended surface preparation and weld cycle described previously elim - 
inated the weld line as shown in figure 7(a). Inspection of welds made in this manner 
showed only a few isolated areas where the weld line was observable. The mode of 
fracture in mechanically tested welds at 1090' C (2000' F) was through the parent ma- 
terial away from the weld line. This was expected since the weld line was eliminated. 

Figure 7(b) shows a lap weld in commercial TD-NiCr. Observation of this weld and 
others like it reveal relatively straight, continuous weld line with areas of grain growth 
across  the weld line (approx 10 t o  20 percent of the weld area). Isolated areas of non- 
welding were noticed (not shown). These results are better than those reported for more 
conventional diffusion-welded joints (ref. 3) in that small, recrystallized grains at the 
joint and a continuous weld line were avoided. When these small  grains and a continuous 
weld line are present, inconsistent mechanical properties resul ts  are obtained. Welds 
in commercial TD-NiCr failed at the weld line with a smooth fracture surface. This 
was expected since an almost continuous weld line was observed. 

tion is illustrated in figure 8. A welded specimen of S P  material sanded through 600-grit 
paper, but not eledropolished, is shown. The recommended weld cycle was used. A 
continuous weld line bordered by small  recrystallized grains is apparent. Isolated un- 
welded areas were  noticed (but not shown). These results were typical of this surface 
preparation regardless of the weld cycle used. Similar results were obtained with the 
commer cia1 material. Probably the 600 -grit sanding did not completely eliminate surface 
roughness and introduced some cold work in the surfaces. Then, during welding, these 
small  asperities were deformed and along with the energy released from prior surface 
cold working, local recrystallization at the weld line resulted. The type of weld shown 
in figure 8 gave widely varying mechanical strengths when tested at elevated temperatures. 

welded specimen, made with as-received, 120-grit sanded surfaces in SP material. 
Large unwelded areas and extensive recrystallization at a continuous weld line were 

_-- 

The importance of the electropolishing step in the weld specimen surface prepara- 

The effect of sanding with coarser grits is illustrated in figure 9. Shown is a 
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Unw1 
area 

F igu re  8. - Effect of 600-grit surface preparation (w i thou t  electropol ishing) on weld qual i ty  of weld made in  special ly 
processed material w i t h  recommended weld cycle. Section was taken paral lel to r o l l i n g  direct ion. Etchant, 100 
m i l l i l i t e r s  H20, 2 grams CrOj  and 10 m i l l i l i t e r s  H2SO4(electrolytic, 3 V dc). X500. 

?lded 

Weld 
l i n e  
+ 

- Recrystal l izat ion 
at weld l i n e  

Weld 
l i n e  
4- 

F igu re  9. - Effect of 120-grit surface preparation (wi thout  electropol ishing) o n  weld qual i ty  of weld made in special ly processed 
mater ia l  w i t h  recommended weld cycle. Section i s  paral lel to r o l l i n g  d i rect ion and shows unwelded area and extensive 
recrysta l l izat ion a t  weld l ine. Etchant, 100 m i l l i l i t e r s  H20, 2 grams Cr03  and  10 m i l l i l i t e r s  H2S04 (electrolyt ic).  X500. 
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typical of the 120-grit sanded surface preparation. Although it is not readily apparent 
in figure 9, examination at higher magnifications indicated a line of white grains was 
present at the weld line with small  grains on either side. Electron microscopy was used 
to  study the recrystallized area, as will be described. The extensive recrystallization 
is believed to be due to the deformation of asperities and the release of energy stored 
from cold working during sanding, as previously described. The unwelded areas are 
probably due to the unevenness of the TD-NiCr sheet. The high creep-resistance of 
TD-NiCr prevents complete intimate contact of the faying surfaces during the weld cycle. 
The weld shown in figure 9 was made with the recommended weld cycle, but the same 
results were observed for all weld cycles evaluated. This type of weld was extremely 
weak when tested at elevated temperatures; in fact, it commonly failed on loading in 
creep-rupture testing. 

Electron microscopy was undertaken in order t o  determine the effects of surface 
preparation on ThoZ distribution and general structure near the weld line. Three as- 
welded lap joints were studied: 

Sheet 
material 

S P  TD-NiCr 

S P TD -NiCr 

Commercial 
TD-NiCr 

Surface preparation 

600-grit sanded plus 

As-received (120-grit 

600 -grit sanded plus 

electropolished 

sanded) 

electropolished 

See table I for the recommended welding cycle that was used. 

electropolished surfaces is shown in figure lO(a). This figure indicates no change in 
Tho2 distribution in the vicinity of the weld. The microstructure appears to be con- 
tinuous across  the weld line. Light microscopy of this joint (fig. 7(b)) showed no defects. 
But at the weld line in figure lO(a) and in other electron photomicrographs (not shown) a 
few small  voids were observed. An unknown compound was also observed at the weld 
line. This compound was not continuous at the weld line, but it was identical in appear- 
ance to  a compound located at the parent material grain boundaries (not shown). 

sanded surfaces showed evidence of Tho2 depletion in recrystallized grains at the weld 
line (fig. lO(b)) as a result of the rough surface preparation. These Tho2-depleted 
grains are about 1 micron wide. At a magnification of 500, they appeared as a line of 

An electron photomicrograph at the weld in S P  material with 600-grit sanded plus 

Electron photomicrographs of the weld in SP material with as-received 120-grit 
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(b) Specially processed material with 120-grit sanded as-received surfaces. 

figure 10. - Effect of surface preparation on Tho2 distribution near original weld line. 
Sections were taken parallel to rolling direction and recommended weld cycle was 
used. X26000. 
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(c) Commercial material wi th  600-grit sanded plus electropolished surface 

Figure 10 - Concluded. 

preparation. 

white grains (see fig. 9). The material at the grain boundaries of the recrystallized 
grains on either side of the white grains is believed to  be rich in Tho2 (see fig. 10(b)). 
If this is the case the mechanism by which the Tho2 distribution changed is unknown. 
Tho2-depleted grains have been observed (ref. 4) in diffusion welds in another dispersion- 
strengthened alloy, TD-Ni. 

The appearance of a weld made with smooth surface preparation (600-grit shaded 
plus electropolished) in commercial material is shown in figure lO(c). This weld eval- 
uation was intended as a comparison-base for the SP material (fig. lO(a)). The com- 
mercial  TD-NiCr weldment had shown a nearly continuous weld line in light microscopy 
(fig. 7(b)). The electron photomicrograph (fig. lO(c)) reveals normal Tho2 distribution 
at the weld, the presence of an unknown weld line compound, and perhaps very fine poros- 
ity. A few isolated larger void areas were also observed at the weld line (not shown). 

Effect of varying weld cycles. - As mentioned previously, various combinations of 
weld cycle variables (time, temperature, and pressure) were tried. Consistently good 
metallurgical and mechanical testing results were only obtained for the recommended 

I 
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two-step welding cycle shown in table I. For other welding cycles, such as the repre-  
sentative early cycle shown in table I, variable results were obtained. For example, 
two specimens with a 600-grit sanded surface preparation were welded at 1040' C 
(1900' F) and 62 meganewtons per square meter (9 ksi) for 5 minutes. When tested in 
creep-rupture shear at 1090' C, both specimens had 100-percent joint efficiency. How- 
ever, two specimens welded under identical conditions, failed on loading at similar 
stresses. Because of inconsistencies like these, we strongly recommend the two-step 
welding cycle. 

TD-NiCr is a difficult material to  diffusion weld because of its high creep resistance 
and low ductility at elevated temperatures. Unevenness and lack of contact at the mating 
surfaces to be welded are difficult to  correct because of the high creep resistance. If 
the welding pressure is increased at conventional diffusion-welding temperatures 
(approx 1090' C (2000' F) to  bring uneven surfaces into intimate contact for welding, 
cracking is likely to occur in the TD-NiCr parent material. To solve the problem of ob- 
taining intimate contact at the mating surfaces, high welding pressure (207 MN/m 
(30 ksi) was applied at 705' C (1300' F) where SP TD-NiCr has about 13 percent elon- 
gation and commercial TD-NiCr has about 9 percent elongation, both in 25 millimeters 

2 

Weld 
l i n e  -+ 

(a) Low-temperature, high-pressure portion of recommended weld- 
i n g  cycle omitted. Section parallel to ro l l ing  direction. 

Weld 
l i n e  
-+ 

Paral lel to ro l l ing  direction Transverse to rol l ing direction 

(b) Recrystallized at 1190" C (2175" F) jus t  before applying recommended welding cycle. 

Figure 11. - Effect of variations from recommended weld cycle on weld quality. Welds were made in  specially processed material wi th  W - g r i t  sanded 
plus electropolished surfaces. Etchant, 100 mi l l i l i te rs  H20, 2 grams Cr03 and 10 mi l l i l i te rs  H2SOq(electrolytic, 3 V dc). Xm. 
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(1 in.). After intimate contact and incipient welding was attained, the pressure was 
lowered to  a low value and the temperature raised to  1190' C (2175' F) to  accelerate 
diffusion (and cause recrystallization for SP TD-NiCr) and grain growth across  the weld 
line. The pressure was then increased to  14 meganewtons per square meter (2 ksi). In 
this manner, consistently good diffusion welds were attained. 

To determine if both parts of the recommended weld cycle are really necessary, a 
variation of the recommended weld cycle was tried. Omission of the low-temperature, 
high-pressure portion of the recommended weld cycle (with 600-grit sanded plus electro- 
polished specimen surfaces) resulted in  a lack of intimate contact and a poor diffusion 
weld. This is shown in figure ll(a) by the presence of unwelded areas and a continuous 
weld line at the original interface (compare with fig. 7(a)). 

A second variation of the recommended weld cycle was tried to determine the effects 
of recrystallization of the SP material just before the application of the recommended 
weld cycle in the hot press. Again, a poor solid-state weld resulted. This is shown by 
a continuous weld line and unwelded areas in figure ll(b). 

recrystallization of the S P  TD-NiCr must take place during the weld cycle. 
So, it is seen that both parts of the recommended weld cycle are necessary, and 

CONCLUDING REMARKS 

A vacuum hot press welding procedure (termed enhanced diffusion-welding) is rec-  
ommended to  produce lap welds in TD-NiCr sheet. Recrystallization and grain growth 
across  the initial weld interface (and thus enhanced movement of the weld interface) is 
achieved by using specially processed parent material. Other important procedural 
features include the use of flat electropolished surfaces and a two-step weld cycle. 
Electropolishing the surfaces makes it possible to  eliminate the weld line during welding. 
The first step of the two-step cycle provides the intimate contact required for diffusion 
welding. The second step accelerates diffusion and weld formation. 

reported herein does offer some clues as to  how the recommended procedure might be 
improved upon. There were, for example, some isolated instances of high-strength 
welds made with much shorter welding times. We suggest that the two-step welding 
cycle approach be retained but that the t imes for both steps be shortened. Also, electro- 
polishing the surfaces before welding may be replaced by a less expensive chemical 
polishing technique. 

Although this program did not include an exhaustive study of the variables, the work 
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CONCLU SlON S 

An enhanced diffusion-welding method has been developed to  join TD-NiCr sheet 
with parent metal strength at the weld. Diffusion-welded joints were made in specially 
processed TD-NiCr that equalled the tensile-shear and creep-rupture shear strengths 
of the parent material  at 1090' C (2000' F). Previous work done without this method 
produced weak welds. With the enhanced diffusion-welding method, TD-NiCr sheet was 
diffusion welded in a vacuum hot press  in a lap configuration. Specifically, the following 
conclusions are made about this welding method: 

fusion welding. The weld line ca.n be eliminated with the specially processed material, 
and test specimen fracture takes place in the parent material away from the original 
interface. With commercial material, smooth fracture takes place at the weld line and 
tensile shear strength at 1090' C (2000' F) is low. 

600-grit sanding and electropolishing the faying surfaces before welding. The same 
surface preparation applied to  commercial TD-NiCr before welding results in the presence 
of a weld line with a small  degree of grain growth across  the weld line. But the small, 
recrystallized grains at the weld line that can decrease weld strength were eliminated. 

3. A two-step weld cycle is preferred for diffusion welding TD-NiCr. The first 
step is the application of high pressure at relatively low temperature (207 MN/m2 
(30 ksi) and 705' C (1300' F)) to  provide micro-alinement and the intimate contact at the 
faying surfaces required for a solid-state weld formation. The second step consists of a 

2 low-pressure, high-temperature (14 MN/m (2 ksi) and 1190' C (2175' F)) diffusion 
heat treatment necessary for complete weld formation and grain growth across  the ori-  
ginal weld interface. 

1. Specially processed TD-NiCr is preferred over commercial TD-NiCr for dif- 

2. The weld line can be eliminated when joining specially processed TD-NiCr by 

Lewis Research Center, 
National Aeronautics and Space Administration, 

Cleveland, Ohio, June 18, 1971, 
129-03. 
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Temperature I Pres sur  e 

OC OF MN/m2 I hi 

APPENDIX -WELD CYCLES USED IN THIS STUDY 

Time, 
hr 

A cursory examination of many different welding cycles was made (see table). Of 
these, the best for our purposes, was the recommended cycle shown in table I. With 
further refinement, some of the cycles shown in this table may be useful. 

1900 
1900 
2100 
2 100 
1500 
1300 
2175 

(Vacuum was 2 ~ 1 0 - ~  to r r  for all cycles) 

Specially Processed TD -NiCr 

68.9 - 82.5 10.0 - 12.0 0.05 
41. 3 6.0 0.5, 1.0 
82.5 12.0 0.05 
20.6 3.0 1.0 
96.4 14.0 3.0 

172.0 - 276.0 25.0 - 40.0 1.0 
13. 8 2.0 2.0 

Surface preparation 

9.5 
6.0 

1750 - 2000 
1900 

2000 68.9 10.0 
1900 41.3 6.0 
1500 96.4 14.0 
2 100 20.6 3.0 

120-grit sandeda 

0.05 
0.5, 1.0 

0.05 
1.0 
3.0 
1.0 

120 -grit sanded plus electropolished 

600 -grit sandeda 

600 -grit sanded plus electropolished 

120 -grit sanded 

120 -grit sanded plus electropolisheda 

600 -grit sanded 

5OO-grit sanded plus electropolished 

1040 1900 76.0 
1040 I 1900 I 41.3 

1040 

1040 
84 5 
955 

1040 

1040 
1040 
1150 
1150 
815 
70 5 

1190 

Commercial TD-NiCr 

1040 
1090 

1090 

il:: I 41.3 I 6.0 /"::f" 
2000 68.9 10.0 0.05 

62.0 - 103.2 9.0 - 15.0 

Recommended cyclea 

155 - 1090 
1040 

1090 
1040 
815 

1150 

%ee table I for the recommended cycle. 
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